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SN Element Spec. Inspection Result Conclusion SN Item Spec. Inspection Result Conclusion
1 W  (%) 94.0-96.0 94.90 Pass 1 HV30 375±15 382.0 Pass
2 Ni (%) 4.20±0.16 4.20 Pass 2 D(g/cc) 17.6 17.65 Pass
3 Fe (%) 2.50±0.14 2.50 Pass 3 Elongation(%) ≥15 17.0 Pass
4 CO (%) 0.30±0.04 0.30 Pass 4 Yield strength 0.2% (MPa) 860±50 905.0 Pass
5 Mn (%) 0.04±0.005 0.04 Pass 5 Tensile strength(MPa) 1080±25 1103.0 Pass
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